Posterior Zirconia crowns
require reduction of at least

1.5 mm from the deepest
occlusal pit.

Multiunit Zirconia bridges in the anterior
and posterior require a taper of at least 3

For a multiunit anterior Zirconia bridge, at

least 0.8 mm to 1.5 mm of reduction should
degrees.

be performed facially and lingually.

Posterior bridgework for Zirconia also

require at least 0.8 mm to 1.5 mm of buc-
cal and lingual reduction.

Q)W++RRG 'HQWDO /DE

8075 S.E. 15th Avenue
Portland, Oregon 97202

503-238-0480 .888-778 6335
mhdentallab.com
info@mhdentallab.com




